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INTlIODUCTlON 

Structural analysis with complex constitutive laws has been made feasible. 
by electronic computers, but for many materials realistic constitutive laws 
themselves are unavailable at present. This is certainly true in the case of creep 
and shrinkage of concrete at variable humidity. An experimentalist may point 
out that better controlled and better designed experiments are needed to enhance 
the knowledge. Yet, this is only a part of the answer. Perusing the literature, 
one cannot deny that a vast pool of experimental information already exists, 
but it remains largely untapped as far as the quantitative theoretical model 
is concerned. Although 'numerous studies have been devoted to moisture effects 
in concrete, no consistent constitutive law for concrete creep and shrinkage 
at variable humidity has yet been identified from the test data, to the best 
of writers' knowledge, and this task is chosen as the object of this study. 

The problem is made difficult partly by the fact that the standard test specimens 
are during the test in a nonhomogeneous state, i.e., in a state of nonuniform 
stress, strain, and pore humidity. Mathematically, one faces a so-called inverse 
problem, because coefficients of a differential equation in space and time must 
be identified from a given solution, the measured data. Such problems have 
been studied extensively in the theories of control and optimization and became 
tractable only recently with the help of a computer. Application of these techniques 
can greatly improve the understanding of concrete behavior and should be begun 
on a large scale because it would be even more fruitful (and less costly) than 
further testing until all available experimental data are theoretically analyzed. 

Apart from the identification problem, an even more complex problem is 
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perhaps that of the choice of the proper form of the constitutive e~uation. 
Here a thermodynamic theory of the microstructural creep mechamsm has 
prov;n to be quite helpful and has led to a rational form of the constituti~e 
law (1,3,4,6). The present study attempts to determine quantitatively the material 
parameters of this law. . . 

A constitutive equation that is formulated in relationship to the underlymg 
physical processes in the microstructure inevit~bly has a rate~type for~ with 
hidden (internal) variables. Fortunately, this form IS, at the same tIme, partIcularly 
expedient because it eliminates the history dependence. Indeed, for the analysis 
of large structural systems a rate-type form is inevitable, because the storage 
of all stress values in all previous time steps and the evaluation of hereditary 
integrals, as required by an integral-type law, would make the computer s~or~ge 
and time requirements prohibitively large. Special cases of the constItutIve 
equation to be considered herein have been studied quantitatively for the cas~s 
of constant humidity and both constant and variable temperature already In 

Refs. 9 and 10, and a different but analogous formulation was given in Ref. 
8. The present study is a continuation of these works. 

CoNS11TUTlVE LAw AND ITS RELATlON TO THERMODYNAMICS OF CREEP MECHANISM 

On the microstructural level, the creep in portland cement concrete and a 
major part of its shrinkage are almost certainly caused by a diffusion flux 
of a certain component forming the solid particles [probably Ca ions (4,6)] 
coupled with diff\lsion fluxes of water along the hindered adsorbed lay~rs i.n 
cement gel (4,6). This contemporaneous concept of the creep mechamsm IS 
essentially an extension and modification of the ideas of Powers (26,27) on 
the disjoining pressure in hindered adsorbed layers and has been developed 
chiefly in Refs. 3 and 6. Under certain plausible assumptions, the mathematical 
formulation of this mechanism leads, for hydrostatic stress states and constant 
temperature, to a constitutive equation of the form (see Eq. 4.30 in Ref. 4): 

(la) 

(I b) 

'" (cr v + cr v ) = cr v; t.L = 1,2, ... , n ........ . 
~ s... w"" 

. (2) 

IJ. 
in which e v, cr v = volumetric strain and stress; superscript V refers to volumetric 
component; 0' V , 0' V = hidden volumetric stresses in solids (subscript s) and 
in water (subs~ript w~); K~, K: = (tangent) elastic bulk moduli ~f solids a~d 
water associated with the hidden stresses; es(h) = instantaneous shrInkage stram 
depending on the relative humidity, h, in the capillary pores (macropores) within 
the material' A-. v A-. V A-. V A-. V = rate coefficients associated with the 

, '+'ss ... ' "+'swlL' "+'wsv-' '+'ww.., •• • 
microscopic diffusion fluxes of solids (s) and water (w), and theIr mutual couphng, 
O'h = functions of h = values of hidden stresses in hindered adsorbed water 
la~ers that would be necessary for thermodynamic equilibrium with the adjacent 
capillary pore:; containing water vapor of humidity h (see Ref. 4); zero value 
of O'h is chosen at h = 1; and the dots refer to the derivatives with respect 
to ti~e t; e.g., E = del dt. Eqs. la, lb, and 2 can be applied only for the 
stress range in which microcracking is negligible, i.e., when stresses are less 

EM6 CREEP AND SHRINKAGE 1185 

than about one-half of the strength. The coefficients of Eqs. I and 2 may 
be expressed in terms of the parameters and thermodynamic variables of the 
microstructural model (see Ref. 4, Eqs. 4.21-4.24). 

If the material is assumed to be isotropic, the deviatoric strain rates must 
be independent of the volumetric strain rates and must be governed by a 
constitutive equation of similar form but devoid of stress-independent terms, 
such as O'~ and e s ' Thus 

(3a) 

(3b) 

. (4) 

in which qD = [O'~J = [O'ijJ - O'V[8 ij J = deviatoric stress tensor; ~D = [e~J 
= [eij] - e V[8 ij ] = deviatoric strain tensor; q = [O'i/] = stress tensor; ~ 
= [eij] = strain tensor; i, j = subscripts for cartesian coordinates xi' i = 

1, 2, 3; 8,.,. = Kronecker delta; 0' Ds ' 0' D = similarly defined deviatoric tensors _ ~ _ w.,. 
of hidden stresses in solids (s) and water (w); <l>D ,<I>D , <l>D ,4>D = rate 

ss~ sWfi SW~ ww ... 

coefficients; and G~, G; = (tangent) elastic shear moduli (of solids and hindered 
adsorbed water), associated with the hidden stresses. 

ANALYSIS OF CoNsnnmVE EQUATION 

According to Eqs. 2 and 4, the (macroscopic) stress is assumed to be a resultant 
of all hidden stresses. This means that the constitutive equation may be visualized 
by means of a Maxwell-type chain, shown in Fig. l(a), in which the layer-shaped 
"diffusion elements" are characterized by rate coefficients 4> v , ... or <l>D , ss... S5,.., 

... , the springs model the instantaneous response of solids and (hindered adsorbed) 
water, and e s is superimposed on the deformation of the model in the volumetric 
case. 

The Maxwell chain model, consisting of dashpots and springs of age-dependent 
moduli, that was previously developed for the rate-type creep law of aging 
concrete at h "'" I and reference temperature To (the reference conditions), 
is a special case of the present model (5,9). Indeed, adding Eqs. la and lb 
(and noting that O'~ = ES = 0 at h = 1) one can see that the well-known 
relations for a spring-dashpot Maxwell chain [Fig. l(b)]: 

are a special case of Eqs. 1 and 2, provided that 

K (t) 
A-.V +A-.V =A-.V +A-.V __ IJ._=_ 
"PUlL 'Pwst'- '+'SW... '+'ww,.. - 111-" (t) T .... 

.. (6) 

.................. (7) 

in which 0': = volumetric total hidden stresses; KIJ. (t) = total bulk modulus 
at age t corresponding to 0':; TJIJ.(t) = (dashpot) viscosity at age t; and TIJ. 
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= relaxation time associated with IT v. Similar relations can be obtained from ... 
Eq. 3 for the deviatoric components. . 

The question whether a chain of the Maxwell type or of the Kelvm t~pe 
should be considered is in classical viscoelasticity solely a matte~ of cho~ce 
because either of these two chains can approximate any viscoelas~lc beha~JOr 
with any desired accuracy. This also holds in the case of time-van able (agmg) 
materials, e.g., concrete, but the Maxwell chain is preferr~ble for ~wo reasons: 
(1) Its differential equations (8,9) are of the first order m E whIle those for 

(a) 

j 
f.L= 

( b) 

FIG. 1.-(a) Model Interpreting Structure of Constitutive Equation at Variable Humid
ity; (b) Maxwell Chain Model as Special Case 

FIG. 2.-Dependence of Various Material Parameters on Pore Humidity h 

the Kelvin chain are of the second order in E (though of firs: or~er in t) ~nd 
this somewhat complicates the integration; and (2) when the phYSIcal mterpr~tatJOn 
in terms of hindered adsorbed layers is considered, it is more appropnate to 
superimpose the stresses in solids and water than the st~ains in solids and water, 
and this condition is satisfied only by the Maxwell cham. 

Identification of the material parameters of Eqs. 5-7 for the case of reference 
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conditions (h = I, T = To) is the first problem to be tackled. It has already 
been resolved; see Ref. 9 with the computer program listed in Ref. 5. Moduli 
K ... (t) may be regarded as functions of log T ... , and the plot of K.,.(t) versus 
log T ... at fixed time I is called the relaxation spectrum. This spectrum is discrete 
and is actually an approximation of a certain continuous spectrum. Obviously, 
for a discrete approximation of a continuous function, different choices of discrete 
coordinate values may give equally good approximations. Thus, the log T values ... 
may be chosen in advance arbitrarily, provided that they are sufficiently densely 
distributed and cover the whole time range of interest. (In fact, it is impossible 
to attempt determination of T from test data, because a problem with a nonunique . ... 
solutIon and an unstable dependence of T on the data would result.) It is 

. I ... most convenIent to se ect T = TJ (1)/ K (t) to be independent of age t, . ...... ... 
constrainmg thus TJ ... (t) and K ... (t) to vary proportionately (see Refs. 9 and 
10). Further, a suitable choice is a set of T ... values distributed uniformly on 
the logarithmic scale, i.e., T ... = T I a ... - I • For applications in structural analysis, 
the number, n, of hidden stresses should be kept to a minimum. A sufficient 
accuracy is achieved with a = 10, i.e. 

T = T 10"'-1. II = 1,2, ... , n ........................ (8) t-L I ,,..... 

After specifying the values of T ... , one can determine moduli K ... (t') for age 
I' by expanding the relaxation curve for constant stress applied at age t' in 
a series of real exponentials, called Dirichlet series (8,9); this is best done 
by the method of least squares. (The relaxation curve can be obtained from 
a set of creep curves for various ages at loading by solving a Volterra integral 
equation numerically (9); also see the computer program in Ref. 5.) However, 
for T ... values spaced too closely, moduli K ... are unstable functions of the test 
data, i.e., quite different K ... values can give equally close fits. This is true 
even of the spacing in Eq. 8. Nevertheless it was found (8) that this unacceptable 
feature can be avoided by including into the least-square condition of optimum 
fit a penalty term of the form }; ... [wl(K ... +1 - K ... )2 + w 2 (K +2 - 2K ... +I 

+ K,.YJ, with WI and W z being suitable weight factors. This forces K ... to 
be a "smooth" function of fL, which is physically a natural property to require. 

The preceding analysis evidently applies not only for the volumetric behavior, 
but also for the deviatoric behavior. 

In similarity with relaxation times T ... , and because of Eq. 6, it is necessary 
to choose the rate coefficients. An expedient choice is 

k 1 - k 
",v _",v _",D _",D _--'!:.. ",v _ _ ",D ---.1:. ath=1 
'f' 55,.. - 'f' ww .. - 'fI IS,.. - '+' "'"'tv ... - ''f' .sw.,.. - ••• - 'f'sw .... - , 

T... T ... 

(9) 

This choice ensures that Eq. 6 is satisfied and implies that a significant coupling, 
characterized by <l>'::' ' ... , can exist only between diffusion processes having 
a rate that is of the s;me order of magnitude. Physically, this assumption seems 
to be a reasonable one because diffusion is a rate process without memory. 
(According to Eq. 12 in the sequel, k ... = 1.) 

The present constitutive equations differ from those of viscoelasticity primarily 
by the fact that hidden stresses I! ... are split into two independent components, 
I! s" and q w,,' due to solids and hindered adsorbed water. One reason for this 

splitting relates to the processes in the microstructure (see Sections 4.4 and 
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4.5 in Ref. 4), and two further reasons exist: (1) A separate parameter for 
the state of water in the hindered adsorbed layers is necessary to model that 
part of shrinkage that is delayed with regard to pore humidity change; and 
(2) creep at constant h depends on stress (up to about 0.4 of the strength) 
nearly linearly, while creep during drying depends upon stress distinctly nonlin
early (20,21,34). Because the time-dependent deformations are caused primarily 
by the diffusion of solids rather than water (as shown in Ref. 4), the law of 
solids diffusion must be essentially linear and the coupling between the diffusion 
of water and the diffusion of solids must be nonlinear. To model these two 
distinct time-dependent processes, two separate variables, CT sand CT w ' evidently 
are needed. (In the sequel, the nonlinear coupling is modeled by coefficients 
'" v and Ills). 

... ... 
Another important difference from the classical viscoelasticity is the presence 

of terms CT ~. They depend on pore humidity h and represent the values that 
CT WI' must have in thermodynamic equilibrium with water vapor of humidity 
h in the macropores. Consequently, they are additive to -CT wand are multiplied 
by the same rate coefficient, expressing the fact that creep and shrinkage are 
merely different facets of the same physical phenomenon. Terms CT~ cause 
those stress-independent humidity-dependent deformations (i.e., shrinkage) that 
occur with a certain delay after a change of humidity h in the capillary pores. 
The fitting of various data, as well as direct evidence (11), confirmed that 
the delayed shrinkage is of the same order of magnitue as the instantaneous 
shrinkage, modeled by the term, ES' in Eq. 1. 

Material Parameters.--:Using the methods outlined subsequently, the depen
dence of the material parameters upon pore humidity, progress of hydration, 
relaxation time, and stress has been identified as shown in the following. The 
rate coefficients are expressed as: 

1 .l.D __ .I. ".DpD. 
'+'u ... - '+' .... 'f'..... ....' 

T ... 

.l.
V 

=.l.
V =.l. D _.l.D =0' T .. =0.05xlO"'-'days·, 't'sw... '+' ws,. '+' sw .... - '+' w,sfol. ' .... 

11=1, ... ,n; n= 7 ..... . 

. .. (11) 

. ....... (12) 

in which cfl ... = 1\1 ~ = p~ = I\I~ = p~ = 1 for h = 1 and very small stress, 
while for general h and a higher stress (see Fig. 2): 

cfl ... =IO-a l'v1-h; "':=I+(CT~::CT~r; 1\I~=I+(CT~:D CT~r (13) 
I' I' 

.......... (14) 

in which CT = 10 -bXO-h2)2 CT . CT = 10 -b,?< '_h2)2 CT . 
v... C' D... C' 

a ... = 3.6 - 0.095 (11 - 1)2; CT C = 0.0414 N/mm2 (6 psi) .......... (15) 

EM6 CREEP AND SHRINKAGE 1189 

b~ = 0.3 x ~~I'; b: = 1.2 b~; B ... = 1.4 + ~ (11- I) (16) 

CTbl' =CTal' tp·l +0.211)CT B ; CT B =0.006895N/mm2(1psi) (17) 

and J2('!s) = second invariant of the deviatoric tensor, CT D. The terms causing 
shrinkage are (see Fig. 2): - SI' 

........... (18) 

h T S ES 
CT ... = S, -; T s = 20 days . . . . . 

TS + T ... SO ..•.••.........• (19) 

The (tangent) elastic moduli are expressed as 

Ks =0.9K; K =0.lh(2-h)K· 0 090 
I' ... W.. ...' s .. =. ...; 

Ow .. = 0.lh(2 - h) 0... . . . . . . . . ............. . (20) 

E ... (t.) . o = E ... (t.) . K 
... 2(1 + v) , ... v = 0.18 

3(1 - 2v) , . . . . . . . . . . (21) 

E ... (t.) = Eo .. + E,,..t~/8 + E21't!/4 + E3 .. t!12 + E4 .. t!/4 .......... (22) 

in w~ich v is the Poisson ratio for elastic deformation and creep at h = 1 
and IS known to be nearly independent of creep duration and age; v = 0.18 
(4,24). Parameters Eo .. , ... , E4 .. can be determined from the uniaxial creep 

compliance function, J(t, t'), by a program listed in Ref. 5. t is the equivalent 
hydration period, defined (7) at constant temperature as (see Fig. 2): 

o 
u 
"
u 

2 

0~~-U~~~wu~L-~4 
1 10 100 

te in days 

FIG. :-C~mparis?n of ~q. 26 with Wierig's Data (3) on Water Vapor Permeability 
c [I. - cUring ~erlod t. In water. Approximately C, - c. Measured at 20° C on 
sla.bs 15 mm thick; on.e su~ace exp~sed ~o humidity 0%, the other to 95% (empty 
POints) or to 50% (sohd POints); unit ordinate corresponds to 33 x 10 -8 kg m/kgf 
hour for 50%, or to 66. x 10-8 for 95%; A = ordinary cement; B high early 
strength cement, the rest = low-heat late-set cements.] 
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t. = f: ~h dt; with ~h = [1 + (3.5 - 3.5h)4]-1 ............. (23) 

Despite the restriction to working stre . 
in tension. This must be considered ss range, nonlmear behavior may occur 
It is assumed that for uniaxial t v.:~en the test data on s.hrinkage are analyzed. 

ensl e stress rr and stram E the instantaneous 

{ 
777 PII 

• 0 (3'. 12.26 N/mmZ 

• D cr_{1422 psi 
1.4 9.81 N/mmz 

12 

10 -

en 8 -
a. .. ., 
a. 

'P 6 
2 
.!: 

~ 2 
Cl 

6 

.4 -• 

• 0 (T_{ 711 psi 
4.90 N/mf!l\ 

• 
t' ;. 7 days 

" -90 days 
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,# 
• •• 1.2 

20 ~.!!.2} In wot~r • 

6r-------------------

,': 365 days 
.4 

• 

1000 100 1000 

, - " in days 

1.5 

N 

E 
E ..... 
z 

c 
o 

5':: 
(f) 

0.5 

FIG. 4.-Fits of l'Hermite and M '11 ' U' • 
[t' = age at loading; prisms 7 cma~I/;': x ~aXlal Compr~ssion Creep Data (20) 
cyclinders; 28-day strength = 35 9 N mm 2 5 8 cm. approximated as 7.5-cm diam. 
of French type 400/800; 350 kg ~m / t/ 3.( ,200 pSI); room temperature; concrete 
l' 1 75' 307' S • en m, water-cement-sand-gravel ratio = 049' 
_. 7' d' . , elne gravel. Measured J values at t - t' = 0 01 da f .: 
_ ays to 730 days shown were 248 : y or ages t 
10-1 per N/mm2) D in ' 196, 190, 172, 144 In 10-

8
/psi (14.5 x 

N/mm2 (600 psi) ·S ~ 19 7~x:o/sure 2 began a~ age to = 2 days. Fits for f; = 2.76 
(00 . " . mm (260 pSI), So = 0.0003, Co = 0.161 cm2 / da 
.' 25 sq In./day), B = 0.4. Data points for 12.26 N/mm2 (1 777') . Y 

Since they are in high stress range.] , PSI are not fitted 
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rr - E diagram is of the Ramberg-Osgood type, i.e., E = rr / E + (2/; / E) (rr / 1;)3, 
in which I; = failure stress in tension. Accordingly, the tangent elastic modulus 
in tension is E

tan 
= E/ (1 + 6rr2/ I; 2). Assuming that moduli E,. (t.) depend 

on maximum principal tensile stress rr, similarly as E tan depends on rr, all E,. (t.) 

must be replaced by 

E,.(t.) 

00 2 

1 +--' 

................................... (24) 

/;2 
When rr, reaches I;, a macroscopic crack is formed and the stress drops to 

O . 
To determine pore humidity h, the macroscopic water diffusion through concrete 

must be analyzed. Fortunately, it has been found that as a very good approximation 
this problem may be considered independent of the deformatiQns. Diffusivity 

. 
Q 4 

c 
§ 
Vi 

" '" o 

L'HERMITE. MAMILLAN. 1965 
SHRINKAGE 

100 

t- to In days 

10 CREEP 

1000 10 loa 

t-I' In days 

0' 

1000 

.. 
Q. . 

'0 

FIG. 5.-Fits of l'Hermite and Mamillan's Creep and Shrinkage Data (20) at Various 

Humidities (Same Parameters as in Fig. 4.) 

C in the diffusion equation for h depends strongly upon h (7); approximately 
(see Fig. 2): . 

[ 
0.95] 

C= CI(t.) 0.05 +-----
1 + (4 - 4h)6 

.................... (25) 

By fitting Wierig's data (31) on vapor permeability c, which is approximately 
proportional to C, it has been found (see Fig. 3) that 

C
I 

= Co (0.3 + 3.6 t;I/2), or Co (0.55 + 2.35 t;I/2) .... , ...... (26) 

in which the first expression applies to regular (type 1) cements and the second 
applies to early strength (type III) cements. The diffusion equation for h also 
contains term h s due to self -desiccation of sealed concrete caused by hydration. 
It may be expressed (for water-cement ratios of about 0.45) as 
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0.98t.+T 
h,(t.) = '; T,=20days ...... . 

t. + T, 
. (27) 

The finite rate of moisture transmission at the exposed surface of the concrete 
has been handled (7) in terms of the equivalent surface thickness, D

h
• which 

has been considered to be 1.25 mm for all test data analyzed. 

.9 -

~ .8 

Q; 
0-. 
Q 7 

'0 

g .6· 
...J 

E 

" ~ 5 Q 

c: 
§ 
Vi .4 
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HANSEN, MATTOCK. 1966 

CREEP 

o 4 inches. 102 mm 
• 6 " 152" 
o 8 203 .. 
• 12 305 
o 16 406 " 
_20 SOB" 
.6 24 610 
& .. . . 

. ..,. 
OJ . . . . 

a ~ . 
~ V " 

U~ 

SHRINKAGE 

DIAMETER 

DIAMETER 

In mm"52 

. 
o 

() 30 

610 

o ., 

I I ! ! I! II ·1 
o 0 !rOof 

/' 
/0 

. . .......... 
/' . 

/' 11·60 
/' 

•• .. 

'. 
1000 

FIG. 6.-Fits of Hansen and Mattock's data (171 on Effect of Size on Shrinkage 
and Creep of Cylinders Drying at h. = 0.50 [Cylinders sealed at ends; 28-day cylinder 
strength = 41.4 N/mm 2 (6,000 psi); Elgin gravel (92% calcite. 8% quartzl. maximum 
Size 19 mm (3/4 in.); ASTM Type III cement. 297 kg/m 3 (500 Ib/cu yd); cured 
2 days in mold and 6 days in fog at 22° C; loaded and exposed to drying at 8 
days of age; compression stress = 1/4 of 8-day strength; E = 25.500 N/mm2 
(3.700.000 psi); measured h in axis of cylinder is indicated in figure. Fits for t; = 
3.45 N/mm 2 (500 psil. S. = 1.79 N/mm2 (260 psi). So = 0.0011. Co = 0.206 cm 2/day 
(0.032 sq in./day). B = 0.] 
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The most important test data available in the literature on the effect of humidity 
have been fitted using the foregoing material parameters. The fits are drawn 
by curves (solid and dashed) in Figs. 4-9. The corresponding numerical values 
of the material parameters not yet specified appear in the captions and in Table 
1. Note that all fits are shown in logarithmic time scale spanning over several 
orders of magnitudes. (Such fits are much more difficult to obtain than those 
in the actual time scale, in which eventual misfit for both too short and too 
long times is obscured.) 

The distribution of stresses within the shrinkage and drying creep specimens 
have been computed for some of the data and are plotted in Fig. 10. Realistic 
estimates of shrinkage stresses are thus being achieved, apparently for the first 

c 1.0 
~ 
(j, 
C> 

:: 
iJ 05 -

TROXELL, RAPHAEL, DAVIS, 
1958 o of" 

" = 28 dey'S. he~O.!lO 

~~~~~~~~~~u-~~~~ 

10 
to = 28 daV5 . 

Q 

" E 5 
c 
.E 
<f) 

lOa 1000 

E lapsed Time 10 Days 

E 
.!! 
z 

FIG. 7.-Fits of Creep and Shrinkage Data ofTroxell. Raphael. and Davis (301 [Unsealed 
Cylinders. Diameter 102 mm (4 in.l. Length 356 mm (14 in.l; 28-day Cylinder Strength 
= 17.2 N/mm2 (2.500 psil. Stress = 1/3 Strength; 2r C; ASTM Cement Type I; 
Water-Cement-Aggregate Ratio 0.59: 1.5 : 5.67; Granite Aggregate. Maximum Size 
38 mm i1.5 in.). Fits for t; = 2.76 N/mm 2 (400 psi); S1 = 2.07 N/mm2 (300 psi); 
So = 0.008; Co = 1.61 cm2/day (0.025 sq in./day). B = 0.4.] 

time with a constitutive law consistent with all basic material phenomena known 
at present. 

EXAMINATION OF MATERIAL PARAMETERS ANO Frrs OF DATA 

1. Functions <l> in Eqs. 10-12 account for the fact that specimens that 
fL 

have dried up to a uniform and time-constant pore humidity h creep less for 
a lower h (14,16,23,28,29,34) (see Fig. 2). Functions <l> fL' as well as Eq. 15, 
are conveniently given as exponentials; the exponents of 10 approximately indicate 
the distance of the shift of the response function to the left in the logarithmic 
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time scale. [In specimens in which the drying process is well advanced but 
equilibrium ?etween macropores and micropores has not yet been reached, a 
more complicated dependence OR water loss A w of the specimen is obtained 
(see Fig. 9).] 

2. Fun~tions Ij/: a?d ~~ reflect the fact that simultaneous drying accelerates 
creep. (This acceleratIOn IS so strong that for normal cross-sectional dimensions 
it overrides 4>1") The equilibrium value of stress in water, (J"k is reduced when 
h drops, magnifying the rate coefficients, Ij/:, Ij/~ (Eq. 13). Si~ce (J"~ is a scalar, 

it can appear only in combination with (J" v , and not with (J"D • The squares 

5 

4 . 
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= 
c 3 

~ 
Ui 
a. 
~ 2 
o 

I 0 

0.1 

w,.. _ w ... 

WITTMANN. 1970 
Sealed Predried Specimens 
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o 

D· • • • 0.255 
• A c. 0 

~
a - ••• At:.A~.4'" 0 

• A ~ ...... . ... ...... . .. 
10 

t - t' in days 

FIG. 8.-Fits of Wittmann's Data (34) on Creep at Various Constant Water Contents 
[Solid Cement Paste Cylinders, Diameter 18 mm, Length 60 mm; Water-Cement 
Ratio 0.4; Cured in Water for 28 days at 20° C, Then Dried in Oven at 105° C for 
2 days; Resaturated for 3 months at Various Constant Humidities h Shown, at 20° C. 
Then Tested at Constant h under Stress 15.3 N/mm2 (=0.2 of Failure Stress). E 
= 21,400 N/mm2 fr 1 min Test Duration. Strain at 1 hr Creep Duration is Subtracted 
from All Values Shown. Fits for S. = 1.655 N/mm2 (240 psi), So = 0.004, Co = 
0.161 cm 2/day (0.025 sq in./day), B = D.4.] 

in Eq. 13 cause nonlinear dependence of drying creep upon (J" ~ ,and thus indirectly 
upon cr. Thermodynamically, squares must appear here be"cause the diffusion 
fluxes in the hindered adsorbed layers can depend only on an invariant, i.e., 
a square, of the gradient vector of the potential causing diffusion. This dependence 
reflects the excitation of the solid molecules when hit by the diffusing water 
molecules (4). The imparted energy increases the probability that the solid 
molecule may later jump over its activation energy barrier into an adjacent 
equilibrium position as a result of thermal fluctuations in energies. Since thermal 
movements are randomly oriented, the direction of the jumps is independent 
of the direction of the impinging molecule but depends on the gradient of the 
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TABLE 1.-Creep Compliance Values According to Fig. 13, in 10-7 mm 2/!'I, as Used 
in Fits 

Hansen 
L'Hermite, and Troxell, 

Data et al. Mattock at al. Wittman 
(1 ) (2) (3) (4) (5) 

I. 340 356 478 400 
12 529 435 942 1,015 
13 833 1,044 1,667 2,320 
14 268 290 391 406 
Is 362 340 725 580 
16 609 580 1,247 1,450 
17 159 261 290 145 
18 177 276 348 304 
19 200 333 449 1,015 

t', in days 7 8 7 3 
28 100 28 10 
104 104 104 104 

(t - t'), in days 10-3 10-3 10-3 10-3 

32 32 32 1 
104 104 104 104 

• 
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FIG. 9.-Fit of Parrot and IIIston's Data (25) on Drying Creep [Hardened cement 
paste slabs 150 mm x 150 mm x 20 mm, water-cement ratio 0.47. Strength on 
9.5 mm x 9.5 mm x 20 mm prisms was about 26.1 N/mm2 (3,870 psi) (reached 
in 15 min). Wet cured for 7 days, then either sealed or dried in vacuum to given 
h for 14 days and then sealed. Loaded by uniaxial stress 8.89 N/mm 2 (1,290 psi) 
at 28 days of age. Fits are shown for 1; = 2.76 N/mm2 (600 psi), S. = 1.38 N/mm2 
(200 psi), So = 0.0003, Co = 0.203 cm2/day (0.032 sq in./day),. BI' == 0.8 + 0.2 
(jL - 1); ~w == volume of water lost per unit volume of paste, assumed proportional 
to (I - h); final h values in sealed specimens were estimated as 0.98, 0.6, 0.4, 
0.15, as indicated.] 
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~otential of solids because this gradient reduces the activation energy barrier 
~n the dir~ction of gr~d~ent. This explains why the nonlinear diffusion effects 
IOtervene 10 rate coefficient <jI s~ ... and' <jI~ ... for solids diffusion (4). 

3. C~effi~ients <jI ~w... and <jI~ ... reflect a different, linear type of coupling 
of the diffusions. They express a drag of the diffusing water molecules upon 
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FIG. 10.-Computed Stress Distribution in Cylinders at Various Times Due to Shrnk
age an~ D~in~ Creep [(a) Computed from Fits of Data in Figs. 4 and 5; (b) Computed 
from Fits In Fig. 6; x = Radius Coordinate; R = Radius; d = Diameter. Times from 
Start of Shrinkage or Creep: Case a, Curve 1-1 day, Curve 2-15 days, Curve 3-37 

days, Curve 4-130 days, Curve 5-1.030 days; Cases b-d, Curve 1-5 days, Curve 
2-22 days, ~urve 3-100 days, Curve 4-464 days, Curve 5-2,150 days. Two-Digit 
Numbers Indicate Computed Humidity at x = 0 or x = R/2, as percentage] 

the ~olecules of solids (probably CA-ions) that arise as the solid molecules 
are duectly knocke~ out of their eqUilibrium positions by the impinging water 
mole~ules. (4). The Jump~ then occur, in contrast with the previous case, in 
the directIOn of the gradient of water potential (rather than solids potentia\). 
They must be much less frequent than the previous type of jumps because 
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they require more energy, as the thermal fluctuations do not help to overcome 
the energy barrier. Therefore, off-diagonal coefficients <jI ~w ... , ••• should be 
relatively small (4), which explains Eq. 12. (Furthermore, if they were not small, 
their effect would in many cases, e.g., compression creep, shear creep, and 
bending creep, offset the acceleration of creep due to <jI!: ' <jI;' , which does ... ... . 
not correspond to fact.) 

4. Coefficient 1.2 in Eq. 16 causes the acceleration of creep by drying to 
be more pronounced in volumetric than in deviatoric deformations. This accounts 
for the fact that at simultaneous drying the apparent Poisson ratio for uniaxial 
creep drops with time [becoming as low as 0.05; (see Ref. 24, p. 23)] and 
the lateral creep is little affected by drying (22) (see Fig. 11). In terms of 
creep mechanism, this probably corresponds to the fact that the increase of 
diffusion rate due to drying in hindered adsorbed layers of one orientation 
should not affect much the diffusion rate in layers of another orientation. (The 
Poisson ratio is thus zero for the effects of drying.) 

5. Functions p v and pD express the progressively nonlinear dependence of ... ... . 
creep upon stress at higher stress levels. Note that the stress appears 10 Eq. 
14 only in the form of tensor invariants, which guarantees that incremental 
(tangent) moduli exhibit isotropy. (At very high stress near failure this condition 
need not be met because of extensive stress-induced microcracking of one 
prevalent orientation.) Also, the increase in Poisson ratio near failure stress 
in the uniaxial tests cannot be modeled by Eq. 14 because it is known to be 
caused by microcracking and to be accompanied by a development of anisotropy. 
Instead, choosing p~ = p~, no direct dependence of Poisson ratio upon stress 
is assumed. 

6. Functions'" and 1\1 v, I\I D depend on T (or iJ.) because the intensity of '1'... ...... ... 
the influences of pore humidity and of drying varies with creep duration. 

7. The components of delayed shrinkage of various magnitudes of the delay 
with regard to a change in pore humidity (the shrinkage delay spectrum) are 
about equally large for all delays T ... < 20 days and become negligible for 'T ... 

> 20 days. This is modeled by Eq. 19 for (J"~. Term h200 in the humidity dependence 
allows one to model the large difference in shrinkage between sealed specimens 
and specimens if' water. Eqs. 18 and 19 predict swelling in water to be about 
20% and (autogeneous) shrinkage of sealed specimens to be about 5% of the 
maximum shrinkage. The age dependence.of delayed shrinkage (clearly apparent 
in Ref. 20) is partly caused by the age dependence of E ... (Eq. 21), and more 
by that of C (see item II following). 

8. Coefficients 0.1 and 0.9 in Eq. 20 correspond to the assumption that 
the ratio of transverse stiffness of water and solids in the hindered adsorbed 
layers (or the ratio of spring constants in Fig. 1) is large, being taken as 9:1. 
This assumption was confirmed by data fitting and also appears reasonable 
realizing that the bulk modulus of water is much less than that of cement paste 
(6). As lin implication of this fact, and in contrast with widespread opinion 
(26,27), hindered adsorbed water does not playa major role in resisting the 
externally applied load (6). Nevertheless, it does introduce hirge forces into 
the material, due to the term, (J"~ [representing a resultant of disjoining pressures 
(4)]. Furthermore, coefficient 0.1 in Eq. 20 also models the mild decrease of. 
elastic modulus when h drops, as indicated by tests (23,28,35). (By contrast, 
some other tests indicate an increase, but this is probably merely due to the 
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Data (22); Curve According to Fits of Data of Ref. 20 in Fig. 4. (Fit by Present Theory 
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lack of separation of the short-time creep, which is smaller at lower values 
of h.) Eq. 20 gives a small decrease in E with h through the high h region, 
in which the large pores are being emptied, and a larger decrease through the 
low h region, in which the narrowest pores, with firmly held water capable 
of resisting higher stress, are being emptied. 

9. Coefficient f3 h in Eq. 23 interprets the diminution of the hydration rate 
(and thus also the rate of aging) as humidity h drops. Eq. 23 is confirmed 
by fitting the present data and also agrees (21,33) with more direct observations 
(including the fact that portland cement cannot be stores permanently at humidities 
above 50%). 

10. The assumptions regarding the tensile behavior, though unimportant for 
creep data, affect appreciably the early shape of the shrinkage curves (Fig. 
6), and even more the magnitude of shrinkage stresses (Fig. 10). The tensile 
stress-strain diagram of a small element of a nonhomogeneous material, e.g., 
concrete, depends on the degree of restraint and the tensile zone size. While 
without restraint the tensile behavior is usually brittle, with a linear (T-E diagram 
ended by a sudden appearance of a macroscopic crack, a restrained concrete 
may exhibit considerable tensile ductility due to gradual microcracking (as is 
exemplified best by the behavior of ferrocement). The peaks of shrinkage stresses, 
self-equilibrated within the cross section, are usually localized and the adjacent 
concrete provides a restraint. This is the reason for using a curved tensile 
stress-strain diagram, as given by Eq. 24. The failure stress, f;, is considered, 
for the same reason, equal to the tensile strength in bending (modulus of rupture 
f;), which is higher than the direct tensile strength. Under these assumptions, 
the stress analysis predicts no macroscopic cracks to form in the tests shown 
in Figs. 4-7. Indeed, no such cracks have been reported. (However, if the 
tensile behavior were assumed to be linear and brittle, the analyses would predict 
macroscopic cracks to form.) Also, no extensive cracking, except for microscopic 
bond cracks, is revealed by micrographs of ordinary drying concretes (18). 
Moreover, if macroscopic cracks were produced by shrinkage, the tensile strengths 
of wet specimens and of drying specimens would have to differ substantially, 
which is not found in reality . 

11. The humidity dependence of diffusivity C (Eq. 25), determined in Ref. 
7, largely controls the shape of the shrinkage curves, while the age dependence 
of C 1 (Eq. 26) is important for the age effect upon shrinkage (Fig. 5). Reference 
diffusivity Co was adjusted, in the case of Fig. 6, to optimize the fit of the 
h values in the core, which have been, fortunately, also reported for these 
data (17). 

12. An interesting feature of stresses induced by shrinkage is the large tension 
that may appear in the core of the specimens after a long period of drying 
(Fig. 10). This is obviously due to the fact that the core is drying and shrinking 
relatively late, after the compression stresses previously induced in the core 
have been largely reduced by creep and after the surface region has already 
shrunken and· dried up, thus, diminishing its own capability to further deform 
by creep. Note that the stresses due to drying creep (never before studied) 
are appreciable, though smaller than the shrinkage stresses (Fig. 10). The latter 
are highest for diameters over 15 cm (6 in.). 

13. The functions of hand t in Eqs. 10-23 should be considered to be only 
approximate, e.g., replacing Vt=7i in Eq. 13 with a more complicated function 
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can yield a closer fit of certain particular data (those in Fig. 8), or eliminate 
the vert~cal tan~ent of ~unction v'f=h at h = I. But at the present level 
of expenmental mformatJon such refinements seem unnecessary. 

EXTENSION TO VARIABLE TBIPERATURE 

~o exte?d the present formulation to variable temperature, it is necessary 
to mclude mstantaneous thermal dilatations into Eq. I (4) and consider a number 
of other effects: 

. l. ~l rate coe.fficien~s 4> ~~, 4> ~~, ... , depend on temperature and the expres
sions given preVIOusly m Eqs. 10 and II must be multiplied by the coefficients 
(4): 

. [U ... (I I)] 4> T = exp Ii" r:: -T ......•................. (28) 

in which U ... = activation energies of creep, analyzed in Ref. 10 (for the case 
h = I); T = absolute temperature; and R = gas constant. 

2. Coefficient 13 h in Eq. 23 must be multiplied by a temperature-<iependent 
coefficient (see Refs. 4 and 10), which reflects the acceleration of the hydration 
rate. 

3. The values, 17 ~ , of hidden stresses in thermodynamic equilibrium also depend 
on temperature. 

4. In calculating pore humidities h, one must consider that diffusivity C depends 
on T (see Ref. 7), include the change in h due to temperature change at constant 
water content, as given by the hygrothermic coefficient, K, (see Ref. 7) and 
eventually also consider the temperature change due to latent heat of adsorption. 

5. Finally, above 100" C, loading of the solid skeleton by the pressure of 
steam in the pores must be considered. 

. Effects 1 and 2 were analyzed in detail in Ref. 10, and effect 4 was analyzed 
m Ref. 7. Effect 3 may be approximately expressed by adding to the expression 
for (J"~ in Eq. 19 the term 

(J"~ = PI'- (S! - S) (T- To) h ........................ (29) 

in which To = initial value of T at which the material was in thermodynamic 
equil!~rium; p ... ~ positive constants (perhaps all equal); S!, Sw = the entropy 
denSities of capillary water and of hindered adsorbed water, respectively (see 
Ref. 4, Eqs. 4.24 and 4.29). Because the two entropies are different, warming 
(or cooling) produces a difference in chemical potentials between hindered 
a~sorbed water and capillary water and sets off a flow out of (or into) the 
hmdered adsorbed layers. This flow is responsible for delayed recovery of a 
part of thermal dilatation and, in addition, strongly accelerates creep, because 
of the nonlinear diffusion coupling, reflected by the squared terms with 17 h 

in Eq. 13 (the terms that also account for the drying creep effect). This acceleratio~ 
of creep, which will be called hygrothermic, is best demonstrated by the tests 
(19) of IIIston and Sanders (Fig. 12), who call it transitional thermal creep. 
These tests were performed on saturated specimens, in which the acceleration 
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is not complicated by effect 4 (because K = 0 at h = 1). 
Because 17

k occurs in a squared term (in Eq. 13), acceleration occurs for 
both warming and cooling (as is the confirmed by the 60 C curve in Fig. 12), 
just as it does for both drying and wetting. The hygrothermic acceleration of 
creep lasts until the thermodynamic equilibrium (equality of chemical potentials) 
is restored and has physically the same source as the acceleration of creep 
due to drying. But it is generally of shorter duration and begins with a shorter 
lag behind the environmental humidity change because temperature change inside 
the specimen occurs faster than humidity change and a uniform temperature 
is reached earlier. The hygrothermic acceleration of creep (effect 3) is probably 
negligible when temperature change is slow, as in the core of massive cross 
sections. Similarly, as in drying creep, most (but not all) of the creep due 
to hygrothermic acceleration must be irrecoverable upon unloading (which agrees 
with the findings in Ref. 19) . 

An interesting property revealed by Dlston and Sanders (Fig. 12) was the 
absence of further hygrothermic acceleration of creep upon temperature reversal 
(see curves A and B in Fig. 12). This can be explained by the relatively short 
period elapsed from the previous temperature change. Although uniform temper
ature has long been reached, it appears from the equations obtained herein 
by fitting test data at variable humidity that the thermodynamic equilibrium 
of the diffusion between macropores and micropores could not have been reached 
yet in Fig. 12 at the time of the reversal. Probably, by the time of the reversal, 
the difference, 17 v - 17 h, under square in Eq. 13 has only been reduced by 

WI' ... 

the diffusion processes to about one-haIf. Thus, upon temperature reversal, 
a difference of equal value and opposite sign must have been created and, 
when squared, no change of the rate in Eq. 13 was thus produced. Due to 
the limited scope of data, all relevant parameters of the present model cannot 
be determined from Fig. 12. Nevertheless, it has been checked that an acceptable 
fit (solid line in Fig. 12) is obtained with the parameters: n = 3, G I = 6,700 
N/mm 2

, G2 = G) = G I /2, TI = 10 days, T2 = to Tl' T) = 100 Tl' To = 
400 C, U = 5,000 cal, P (Sb - S ) = 0.21 N/mm 2 per degree Celsius, aging 

.... ..... w w 

being neglected. 

COMPUTATION OF STRAIN AND STRESS HISTORIES FOR SPECIFIED MATERIAL PARAMETERS 

All data considered herein, except for those in Figs. 8, 9, and 12, pertain 
to specimens that have been in a nonuniform state in the course of the test. 
Therefore, a numerical program is required for computing the stress and strain 
histories for any specified values of material parameters. Such a program has 
been written for a long hollow cylinder the cross sections of which may be 
assumed to be all in the same axisymmetric state and undergo the same history. 
The program allows for any history of loading by axial force, a torque, and 
internal. and external pressures, as well as for prescribed displacements. Exterior 
or interior surface may be either sealed or exposed to air of given humidity 
history. As a special case, the program solves a solid cylinder. Specifying internal 
radius to be much larger than the wall thickness, it also solves a flat slab. 

The program has been developed by extending the program used in Ref. 
2. The radius coordinate, x, the only space dimension, is subdivided into a 
number of finite elements with constant strain. Because the cylinder is considered 
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long, the longitudinal strain, e z' is the same in all elements. The integration 
in time is carried out step-by-step. In each step, prior to stress and strain analysis, 
the humidity distribution at time t, is calculated using a Crank-Nicholson type 
algorithm (7). 

At the beginning of computation, the time steps, At = t, - t'_1 (r = 2, 
3, ... ), should be less than the shortest relaxation time considered and, to allow 
reaching the long-term response, they must later be increased, usually in a 
geometric progression. [Sufficient accuracy is achieved with t, - to = 10 1

/
4 

(t ,_1 - to)'] If the standard step-by-step algorithms were applied, the time 
stops could not be increased arbitrarily without causing numerical instability. 
However each step exactly, assuming all material parameters (i.e., 4>~ , ... , 
0, ' ... ), as well as E, Es, to be constant during the time step. An alg;rithm 
corresponding to such an exact integral is given by Eqs. 5.19-5.21 in Ref. 4. 
For the special case defined by Eq. 12 the exact integral considerably simplifies 
because Eqs. 1 split into two independent linear differential equations with 
constant coefficients. In this case, the exact integral of Eq. 1 can be put, after 
some manipulations, into the form: 

A(r~ = 3K" (Ae~ - Aet') . . . . . . . . . . . . . .. (30) 

Aer v =3K'(Ae v -Ae )A V -(l-e-<I>r. ... .\t)er V (31) 
..... , JL S Sf' s .... '_1 

Aer v = 3KW(Ae v - Ae )A V - (1- e-<I>~w ... .\t)erV + A v 4> v erhAt (32) 
w .... , JL S w.... "'''''_1 w.... Mlw ........ 

inwhich K" = ~ (A~ K' + A v KW). . . . . . . . . . . . . . . . .. (33) 
~ "fL iJ. w ........ 

3K" Ae~" = ~ (l - e-<I>¥' ... .\t) er, + ~ (1 - e-<I>~w ... .\t)er W 

~ .... '-1 ~ .... '-1 
IL IL 

- At ~ A~ ... 4>:w", er~ + 3K" Ae s ...................... (34) 
IL 

and in which 

.. (35) 

Subscripts r refer to discrete times t, (r = 1, 2, ... ), e.g., erv = er v (t); 
Stl' -'Ii- r 

and A refers to an increment over time step At = t - t -I' e.g., Ae v = v V r r r 
e, (t,) - e r (t ,-1)' Equations that result from Eq. 3 for the deviatoric components 
have the same form, which is obtained from Eqs. 30-35 by deleting Ae s and 
er~, and replacing 3K" with 20", 3K' with 20' , Aer v with Aer!J , etc. Uncondi
tional numerical stability can be pro:en for th: prec~ding for~~las in the same 
way as for those in Ref. 9 and was also confirmed by computational experience. 

Eq. 30 has the form of an elastic stress-strain relation with modulus K" 
and inelastic strain Ae V", and so the solution Ae , Ae in any time step is 
a linear elasticity probl~m with inelastic strains, tii~ handling of which by the 
finite element method is well known. After solving Ae , the hidden stresses 
at t, can be determined from Eqs. 31 and 32. Because'of the nonlinearity of 
Eqs. 1-4, solution of each step At is iterated twice. In the first computation, 
all material parameters dependent on stresses (4) v , ... , K' , ... ) are evaluated 

SSfL ... 
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for the stress values at the beginning of time step t,_I' In the subsequent 
iteration (aimed at improving the values of ~" t:., .. ,' t:.w",)' they are evalu~ted 
for the stress values obtained for the midstep, (t ,-1 + t,) /2, in the prevIous 
computation. All time-variable coefficients independent of stresses are always 

evaluated for the midstep. 
When the program subroutine for the analysis of a cylinder by time s~eps 

and spatial finite elements is hooked on the optimization algor~thm des~nbed 
in the sequel, the subroutine has to be run a great number of tImes. ThIS had 
made the computations (on CDC-6400) very expensive, even though the problem 
involves only one space dimension. Therefore, no analyses with two or three 
space dimensions have been carried out. . 

The finite length cylinders used as test specimens have been approxImated 
as long cylinders, in which all cross sections must remain plane. In th~ case 
of drying, this is probably quite acceptable when t~e. end~ o~ te~t cyl~nders 
are sealed (the case in Fig. 6), so at least the humIdIty dlstnbutlons, If not 
the stress distributions, are to be exactly the same in all cross sections. When 
the ends are exposed, a more pronounced difference in shrinkage between the 
axis of the specimen and its surface is observed (20) in the tests (unless the 
gage length would be very small and the specimen very long, which w~s not 
the case in Ref. 20). In evaluating such test data (Fig. S), the value of shnnkage 
(20) in the axis (rather than on the surface was assumed to be closer to that 
of a long cylinder and was used in data fitting. The tests (Fi~s: 4 and 5,> that 
were carried out on square prisms were approximated for data flttmg as cyhnders 
of a diameter that gives about the same rate of drying, according to the charts 
in Ref. 7. (It does not equal the diameter that gives the same volume-to-surface 

ratio.) dd' . 
Because of the nonlinearity of Eqs. 1-4, creep and shrinkage are not a Itlve. 

Therefore, to obtain the strains and stresses due to loading alone (repr~senting 
the elastic solution plus creep), the program computes first the solutIon due 
to loading and drying combined, then the solution due to drying alone, and 
finally subtracts the latter from the former, as is actually done in measurements. 

IDENllACATlON Of MATERIAl PARAMETERS FROM TEST DATA BY OPTIMIZATION METHODS 

Behavior of the test specimens is described by a differential equation in space 
and time, the coefficients of which are unknown and must be determined from 
prescribed solutions, the given data. This represents an inverse (initial-boundary 
value) problem, a typical problem of control theory. Such problems are ~r~se~tly 
receiving vivid attention from the mathematicians and various optlmlzatlon 
techniques have been developed to tackle them (12). One of them is the m.ethod 
of quasilinearization (12,13) the discrete version of wh~ch h~s been ap~hed to 
the present problem. Although it has been already descnbed I~ Ref: 10, It needs 
to be outlined herein briefly, as a background to further consIderatIons. 

The measured creep or shrinkage curves are represented by discrete charac
teristic data points, F (0: = 1,2, ... , N a ), which must be uniformly distributed 
over the region of i~terest. (For example; they should be uniformly spaced 
in the logarithmic time scale.) Let Fa(Pm) = the theoretical solution f.or the 
same times and locations as Fa' furnished by the program described prevIOusly. 
Assume Fa (p m) to be a smooth function of unknown material parameters Pm 
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(m = 1,2, ... , N m) fed into the program. Further assume that a certain sufficiently 

good .estimate, p~, of the unknown material parameters has been obtained by 

the tnal-and-error approach ,coupled with intuition. The solution depends nonIin

~arly .upon Pm' ~ut for Pm ,sufficiently close to P~ this dependence may be 

hneanzed. To thIS end, partial derivatives F of F with regard to pare 
d d C . h a.k.. k 

nee e. om. putIng t e solutions for parameters pO + 8 dp (in which dp 
• rn mle: k' Ie 

= a chosen very small Increment; and 8 = 0 for m '" k and 8 = 1 for 
k)d " mk mk 

m = envatlves Fa. k may be approximated as 

F = Fa (po... + 8 mk dP k) - Fa(P~) 
a. k dP

k 
•••••••••••••••••••• (36) 

~hen, noting that Fa (Pm) = Fa (p~) + Fa. k(Pk - p~), the objective of optimum 

fIt may be achieved by imposing the least-square condition 

<II = ~ wa [ Fa (p~) + ~ F~.k (P k - p~) - Fa r + <II 1 = minimum ... (37) 

i~ which W? = suitably chosen weights; <II 1 = chosen quadratic penalty term 

(if any), whIch may express certain smoothing condition or constraint, or include 

terms of the type (Pm - p~)2 to prevent unreasonably large change (p _ 

p~). The minimizing conditions, a<ll / apJ = 0, yield a system of linear algeb~aic 
equatIons 

~Ajm(Pm-Po...)=BJ; j,m=I,2, ... ,Nm ...............
 (38) 

m. 

with AJm = L wa Fa.JFa.m + Aim; 
a 

bJ = L Wa [F;, - Fa (p~)] F a.J + Bj .................... (39) 
.. 

in which A 1m' B; = the contributions from the penalty term, <II I' The improved 

val~e~ Of. Pm' solved from Eq. 38, may then be renamed Pm and the whole 

?PtJ[n~zatlon procedure may be repeated in several stages. The convergence 

IS rapId, because quasilinearization methods exhibit quadratic convergence' but 

it will occur onl.y ~f P~ are "suffici~ntly good" estimates. [The procedure ~ven 
by Eqs. 36-39 IS In fact an extensIOn of the least-square curve fitting method 

of Gauss and Legendre (32)]. . 

Another suitable optimization method for the present problem is Powell's 

~ethod for.a s~m-of-squares nonlinear function, which does not require computa

hon of denv~tIves (32). Although its rate of convergence is less, its range of 

convergence IS much broader, so that a very good initial guess of material 

parameters is not requisite. 

No si~g1e data set exists that would be suffiCiently large for determining 

all matenal parameters for creep and shrinkage considered herein. It is, therefore 

necessary to optimize simultaneously the fits of different sets of data obtained 

i~ different laboratories with different concretes. Such a simultaneous optimiza

tIon can be undertaken only if a certain similarity between different concretes 

is assumed. (This assumption is justified, of course, because without any similarity 

between different concretes the term concrete, per se, would lose all meaning.) 

EM6 CREEP AND SHRINKAGE 1205 

Due to this similarity, some material parameters must exist that are t~~ same, 

or nearly the same, for all concretes. While the ,Parameters ~haractenzIng the 

reference creep properties (at h = 1) are normally dlfferentfor dIfferent concretes, 

those that modify the reference creep properties for humidity effects can probably 

be assumed to be nearly the same for all concretes. Thus, e.g., the parameter 

that equals 3.6 in Eq. 15 is for all data sets den.oted ?y the same ~m (say 

P7)' whereas coefficient So in Table 1 and Eq. 18 IS deslgnate~ by a dlffer~nt 

P (e g P P P) for different data sets. Also, note that, aSIde from strams 
m •• , 17' 18' 19 

. (F' 

(or stresses), the values of pore humidity or ~ater cont.ent, when gIven Ig. 

6) should be included among the data points, Fa' to be fItted. 

To obtain coefficients F ... k and Fa (Eq. 36),. it is obviously necessary. to 

compute N m + 1 solutions for each curve to be fItted. The ~rogram for ~olvmg 

the stress and strain history must be run NI No (N m + 1) times, NI beIng the 

number of curves to be fitted and No the number of optimization stages. Thus, 

the number of repetitions becomes necessarily quite large. 

Looking at the data on reference creep at h = 1 (8,9),. one m.ay see. that 

the uniaxial creep compliance function, I(t, t'l, representmg stram at tIme 

J (t, t'l 

J2 2 

J9 3 

3 

log (t-t / ) 

FIG. 13.-Characterlstic points for Reference Creep Function J (t, t2'). 

caused by a unit stress acting from time t', can be sufficiently characteri~ed 

by nine values I .. ... , 19 shown in Fig. 11 (and given in Table .1). In a s~broutme 

of the program, I(t, t') for any t and t' is computed by mterpolatlon ~rom 

the four closest 1 values (or, beyond the extreme points, by ext.rapolatlOn), 

assuming 1 to depend linearly upon log (t - t') and upon t' -n WIth n = 0.3 

+ 0.3/(1 + t - t'). From I(t, t'), another subroutine t~en c?mpu~es E" (t) 

(from Eq. 22), using an algorithm developed in Ref. 9, and hsted m an Improved 

form in Ref. 11. . 

For reasons of numerical instability, it is expedient to treat as matenal 

parameters the values, ' ..... , 19 (see Fig. 13), rather than the value~, E", 

in Eq. 22. In each data set, some of these values, e.g., 11' ... ,15' have dIrectly 

been measured and are thus fixed in advance. Others, e.g., 16 , ... , 19 , have 

not been measured and must be estimated. These must be included among 

the unknown parameters, Pm' to be found by optimization. 

To set up a general program, all material parameters, that ar~ unknown at 

least for some data may be included, for programmer s expedIence, among 
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the Pm' Then, of course, for some of the simultaneously optimized data sets 
a certain parameter, e.g., Pi' is known in advance. Despite this, it is convenient 
to treat Pi as unknown, but Aim and BI must then be assigned values that 
assure the solution of P I to equal the known value p?, This can be assured 
if all Bi and Aim for m'= 1, ... , N m (Eq. 37), except Aii' are set equal to 
O. 

Finally, it need be stressed that optimization can provide the best fit only 
within the limitations of the type of functions introduced in Eqs. 10-27. The 
choice is partly a matter of .intuition, but is greatly helped by a quantitative 
theory of creep mechanism (3,4,6). Although a number of different functions 
have been tried, the functions in Eqs. 10-27 should not be regarded as the 
best possible choice. They are only acceptable. 

CONCLUSIONS 

1. The constitutive law for creep and shrinkage of concrete at variable humidity 
can be formulated in a rate-type form with hidden stresses, the current values 
of which fully characterize the past history. This fact considerably simplifies 
the step-by-step creep analysis. 

2. The hidden stresses are of two types: (a) Those in solids; and (b) those 
in (hindered adsorbed) water. This separation is necessary to account: (a) For 
the delay of drying creep and of a substantial part of shrinkage with respect 
to a change in the pore humidity; and (b) for the contrast between the near 
linearity of creep at constant pore humidity and the distinct nonlinearity of 
drying creep in the working stress range. 

3. While the creep parameters for constant humidity vary considerably from 
concrete to concrete, the ratios in which the properties are modified by humidity 
effects are nearly the same for all concretes. The same holds for shrinkage. 

4. The success in fitting the creep and shrinkage test data for variable humidity, 
as well as in fitting the data for constant humidity and variable temperature 
(9,10), corroborates the theory based on irreversible thermodynamics from which 
Eqs. 1-4 were developed (4,6) and, in particular, confirms the following: (a) 
Drying creep and a substantial part of shrinkage are delayed with regard to 
the pore humidity; (b) although hindered adsorbed water (or interlayer water) 
introduces large forces into the solid microstructure of cement gel, it represents, 
in terms of elastic stiffness, a relatively soft component and receives only a 
small part of the externally applied load; (c) the mobility of the solids in cement 
gel is caused mainly by the presence of water; (d) this mobility is increased 
by diffusion coupling when water molecules diffuse simultaneously; and (e) 
this coupling between diffusions of solids and of water is nonlinear and is 
probably the source of the acceleration of creep by simultaneous drying. 

5. In the constitutive law presented, creep and delayed shrinkage are not 
linearly additive and are both governed by the same hidden stresses. This reflects 
the identity of their physical mechanisms. 

6. A realistic estimate of shrinkage stresses, as well as of stresses induced 
by drying creep (never before studied), has been reached (Fig. 9). 

7. The step-by-step integration in time may be based on Eqs. 28-33, which 
allow arbitrary increase of the time step without causing numerical instability. 

8. Identification of the material parameters from test data represents an 
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inverse nonlinear initial boundary value problem that can be solved by an 
optimization algorithm based on a least-square condition. Simultaneous fitting 
of data sets for different concretes is requisite. . 

9. In contrast with the existing formulations of creep at variable humidity, 
the constitutive law presented is consistent in the continuum mechanics sense 
because it is tensorially invariant, does not contain the time explicitly, and 
includes only local material variables. 

10. The law presented satisfies the requirement of compatibility with the 
previously established rate-type creep law at constant humidity (9) and at variable 
temperature (10). 

11. The creep and shrinkage law of concrete at variable humidity is now 
available for practical applications. It is necessary in the design of special 
structures. For the design of ordinary structures it is too complicated, unless 
it could be embodied in a standard generally available program. 
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APPENDIX II.-NOTATIONS 

The following symbols are used in this paper: 

E,E ... 

G,K 

h 
t, t. 

E v, ~D 

v = 

Young's modulus and modulus of IJ.th spring of 
Maxwell chain; 
shear modulus and bulk modulus; 
moduli for water and solid for IJ.th unit of chain in 
Fig. 1, corresponding to K and G; 
pore humidity (relative vap.or pres.sure); 
time and equivalent hydratIon penod; . 
volumetric strain and deviatoric strain tensor; 
instantaneous shrinkage strain; 
poisson ratio; 
volumetric stress and deviatoric stress tensor; 
stresses in water and solids in IJ.th unit of chain in 

d · t v d D. Fig. 1, correspon 109 0 (}" an q , 

rate coefficients in Eqs. 1-4. 


